
WSU XRF precision, limit of determination (2-sigma)
Mar-06 Replicate r2 Replicate LOD
Unnormalized Major Elements (Weight %):
 SiO2  0.99929 0.58
 TiO2  0.99992 0.017
 Al2O3 0.99949 0.16
 FeO* 0.99948 0.20
 MnO   0.99983 0.002
 MgO   0.99994 0.076
 CaO   0.99976 0.064
 Na2O  0.99981 0.045
 K2O   0.99992 0.031
 P2O5  0.99990 0.005

Estimated LOI 0.966 1.00
 SO3 0.989 0.07
 Cl 0.992 0.002

Normalized Major Elements (Weight %):
 SiO2  0.99992 0.19
 TiO2  0.99996 0.012
 Al2O3 0.99987 0.082
 FeO* 0.99956 0.18
 MnO   0.99988 0.002
 MgO   0.99994 0.073
 CaO   0.99998 0.043
 Na2O  0.99989 0.036
 K2O   0.99998 0.015
 P2O5  0.99996 0.003

Trace Elements (ppm):
 Ni    0.9992 3.5
 Cr    0.9998 3.0
 Sc 0.997 1.6
 V     0.9996 5.0
 Ba 0.9997 11.7
 Rb 0.9998 1.7
 Sr 0.99992 4.6
 Zr 0.99994 3.9
 Y 0.9987 1.2
 Nb 0.99987 1.2
 Ga 0.955 2.7
 Cu 0.994 7.4
 Zn 0.9991 3.3
 Pb 0.9966 2.6
 La 0.9941 5.7
 Ce 0.996 7.9
 Th 0.997 1.6
 Nd 0.992 4.3
 U 0.983 2.7
 Bi 0.758 2.0
 Cs 0.365 5.1


